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No. |[TestName Result Test Method

i 1 —-Appearance - wal g - Visual i
2 Iron (Fe) -ppm 15 ASTM D6595
3 Chromium (Cr) -ppm 0 ASTM D6595
4 Aluminume (Al) ppm 08 ASTM D6595
5 [Copper (Cu) -ppm 02 ASTM D6595
6 Lead (Pb) -ppm 18 ASTM D6595
7 Tin (Sn) -ppm 0 ASTM D6595
8 Nickel (Ni) -ppm 0 ASTM D6595
9 Titanium (Ti) -ppm 0 ASTM D6595
10 Silver (Ag) -ppm 0 ASTM D6595
1 Molybdenum (Mo) -ppm 0 ASTM D6595
12 Silicon (Si) -ppm 53 ASTM D6595
13 Sodium (Na) -ppm 16.1 ASTM D6595
14 |Boron (B) -ppm 0 ASTM D6595
15 [Vanadium (V) -ppm 0 ASTM D6595
16 |Zinc (Zn)-ppm 744 ASTM D6595
17 |Phosphorus (P) -ppm 0 ASTM D6595
18 Calcium (Ca) -ppm 144 ASTM D6595
19 |Barium (Ba) -ppm 1242 ASTM D6595
20 Magnesium (Mg) -ppm 25 ASTM D6595
21 Manganese (Mn) -ppm 02 ASTM D6595
22 Cadmium (Cd) -ppm 0 ASTM D6595
23 |Color Blue ASTM D1500
24 | Grease Worked Penetration 1/10 mm 224 ASTM D217
25  |NLGI 3 ASTM D217
26 |Grease Copper Corrosion @ 24hr &100°C 1h ASTM D4048
2 Dropping Point Over Wide Temp. Range -'C 263 ASTM D2265
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Technical data
Designation LGHP 2/{pack sze)
DIN 51825 code K2N-40 Corrosion protection
NLGI consistency class 23 Emcw:;t:gav:::aoouﬁgg %
Thickener Di-urea - saltwatertest (1004 seawater) -
Colour Blue Water resistance
Base oil type Mineral DINS1807/4,
, 3hrsat90°C T max.
Operating temperature range -40t0+150°C , ,
0+300%F) Oil separation
o DIN51817,
Dropping point DIN IS0 2476 >20°C(>465 °F) 7 dags atO°C, satc 1 159
Base olviscosity Lubriation abilty
40°C mm2fs % RF
100°C, mmls 105 running test B.at 120 °C Pass
Penetration DINIS0 2137 © i
pper corrosion
60 strokes. 10+ mm 25-215 DING1811 1max.at150°C (300 °F)
100000 strokes, 10-1 mm 365 max. R ,
R Rolling bearing grease lfe
Mechanica tablty ROF test 1000 min
Rl stabllity, 50hrs at 80 °C, 101 mm 365 max. LSU life 3t 10000 r/min., hr at150°C (300 °F)
Fretting corrosion
ASTMD&170 (mg) 7

1) Typical value
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